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Tobacco Authority of Thailand 2/2
184 Rama IV Rd., Klong Toey,
Bangkok 10110, Thailand

No. 16 February 2023

Specifications for Both Sides Coated Paper , Sheet type 80 g[mz,
width 31'/sinches, Length 43 inches

width 21!/, inches, Length 31 inches

1. Type Both sides coated paper, Sheet Type
2. Basis Weight 80 + 4 g¢/m?
3. Size of Sheet Width 31Y/; + /g inches, Length 43 + /g inches
Width 21Y/, + /5 inches, Length 31 + /5 inches
4. Direction of Grain Along with the length of paper
5. Brightness Each side not less than 75%
6. Tensile Strength Machine direction : MD not less than 7.0 kg/25.4 mm.
Cross direction : CD not less than 4.5 ke/25.4 mm.
7. Elongation at Break Machine direction : MD not more than 3.0 %
Cross direction : CD not more than 8.0 %
8. Specular Gloss (75°) Not less than 50 GU
9. Surface Strength Not less than wax no. 6A

Remark Printing test results together with production line test results will be taken for

consideration.

FF

(Mr. Raksak Inprab)
Deputy Governor of Production Management

Head of Procurement Working Group
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